
NOTE:
l.FLANGES VILL BE USED IN ULTRA Hi6H VACUUM SERVICE

SEE SPECIFICATION VO49-A-O4O FBR MATERIAL REOUIREMENTS
SEE SPECIFiCATION VO49-A-136 FOR MACHINING REQUIREMENIS

?: ALL MATERIAL T0 BE 3041 STAINLESS STEEL
3. FLSNGES MUST BE PACKA6ED, HANDLED, AND SHIPPED IN

SUCH A MANNER AS TB MAINTAIN SPECIFIED SURFACE
FiNISHES AND FLATNESS TOLERANCES.

4: MACHINE T00L LAY T0 BE C0NCENTRIC 0N ALL SURFACES
THAT REOUIRE A 3E RMS FINISH

5' N0 ABRASIVE ST0NES, CLBTHS 0R GRINDING VHEELS MAY
BE USED.

6. NO OIL BASED OR HYDRDCARBON BASED CUTTING FLUIDS
TO BE USED. \l [E I.OO DIA, THRU

30 HOLES EOUALLY SPACED
0N A 66.250 DIA. B.C7: N0 CARB0N STEEL 0R 0THER SOURCE OF

ARE TO COME IN CONTACT VITH FLANEES
OR HANDLIN6.

8. STEAM CLEAN & VRAP IN PBLYETHELENE
CONTAMiNATION DURING SH]PPING.

IRON CONTAMINATION
DURIN6 MANUFACTURIN6

TO PREVENI
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THIS FLANGT TO BE MADE FROM P,/N VO49ME53_I
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5.88 DFFSET FLA-NM-'FLAT)
LIGO VACUUM EOUIPMENT

REISSUED FOR FAB. REVISED FLG. OD
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