
 

 

 
Serial No. 19  - Before coating – Graph from Wave Precision 
 
 
  

 
 
 
 
 
 
 
 
 



 

 

 
 
Serial No. 19  - After coating – Graph from MLD 
 
 
 
 

 
 
 
 
 
 
 
 
 
 
 



 

 

 
Serial No. 19  - After annealing at 450 degrees C for 24 hr 
 
 
 
 
 

 


